
0 1 2 5

CERAMICA PRIVA DI RIVESTIMENTO TAV. VII

VCID/US 91/9 e 10

2672/US 109/1

2672/US FS2/12

VCSC 95/US 104/104 DSCP/2418/US 502/2

VCID/US 219/2

2672/US 221/2

2672/US 109/2

146



0 1 2 5

CERAMICA PRIVA DI RIVESTIMENTO TAV. VIII

VCID/US 163/1

VCSC 95/US 113/1

2672/US 132/3

VCSC 95/US 106/21

VCSC 95/US 119/9

147



0 1 2 5

CERAMICA PRIVA DI RIVESTIMENTO TAV. IX

DSCP/2418/US 100/8

VCSC 95/US 117/4

VCID/US 202/25

VCID/US 213/2

VCSC 95/US 104/70

ASI/US 2/7

148



0 1 2 5

CERAMICA PRIVA DI RIVESTIMENTO TAV. X

VCSC 95/US 91/28

VCSC 95/US 91/45

VCSC 95/US 91/53

VCSC 95/US 104/82

VCSC 95/US 91/5
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0 1 2 5

CERAMICA PRIVA DI RIVESTIMENTO TAV. XI

ASI/US 16/3

2672/US FS2/11

2672/US FS2/14

2672/US FS3/4

2672/US 326/1
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0 1 2 5

CERAMICA PRIVA DI RIVESTIMENTO TAV. XII

2672/US 367/1

2672/US 367/2

2672/US 286/21

2672/US 286/13

151



0 1 2 5

CERAMICA PRIVA DI RIVESTIMENTO TAV. XIII

2672/US 172/4

2672/US 286/23 e 24

VCID/US 106/8

2672/US 109/17

152



0 1 2 5

CERAMICA PRIVA DI RIVESTIMENTO TAV. XIV

2672/US 181/1

2672/US 259/3

2672/US FS2/17

VCSC 95/US 104/40

VCID/US 216/3

ASI/US 66/1

ASI/US 2/5

153



0 1 2 5

CERAMICA PRIVA DI RIVESTIMENTO TAV. XV

2672/US 109/21 e 6

2672/US 267/6

2672/US 273/4

VCSC 95/US 83/10

ASI/US 2/8

DSCP/2418/US 301/1

DSCP/2418/US 301/2
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0 1 2 5

CERAMICA PRIVA DI RIVESTIMENTO TAV. XVI

2672/US 273/13

VCSC 95/US 92/10

2672/US 172/1

2672/US 139/1

2672/US 139/3

155



0 1 2 5

CERAMICA PRIVA DI RIVESTIMENTO TAV. XVII

VCSC 95/US 91/51

2672/US 139/2

DSCP/2418/US 118/8

DSCP/2418/US 118/10 e 13

DSCP/2418/US 118/7 e 3 e 4
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0 1 2 5

CERAMICA PRIVA DI RIVESTIMENTO TAV. XVIII

2672/US 106/1

2672/US 286/10

2672/US 106/13

DSCP/2418/US 118/1

DSCP/2418/US 118/2

ASI/US 5/2

ASI/US 5/3
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